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Cliant: Phoenix Roofing Systemns, . Job No: 25-7774-3
110 E. Wilshire Avenue Test Data: November 26th, 1996
Fullerton, CA 92832 Metro Dade County Notification #: CAE 96175

Projact: AcceleratedWeathermg of Granule Coated Metal Roof Tile Parels
ASTM (26, "Test Mathod for Operating Light-Exposure Apparatus (Xenon Arc

Type) With and Without Water for Exposure of Nonmetallic Materials® performed at
test conditions af;

Black Pane! 70°C
Irradiance 0.35 W/m?
Cycle 80 min. light and 30 min. light
and spray
Exposure 2000 hours
Results: Visual camparison of exposed panels and unexposed panels showed
no difference.
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